
HC Precast System Mock -up Panel
ñ Water Penetration Test between Wet Joint & Precast Wall Panel  ( LDW 70 ) ò

Test by Reputable Company from Japan

- 15th & 16th November 2019

ñ One Stop Solution Specialist in supply and install Superstructure (frame & wall) ò

- Loadbearing Monolithic wall System - Wet joints with Modular shear keys - Box System
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HC Precast System Mock -up Panel  :  Water Penetration Test between Wet Joint & Precast Wall Panel  ( LDW 70 ) 

Test by Reputable Company from Japan - 15th & 16th November 201 9



Training unit 12 years without any covering & waterproofing



15th November 2019 : - Arrival of Guest from Reputable Company from Japan 



15th November 2019 : - Identification of Water Penetration Test Point



15th November 2019 : - Identification of Water Penetration Test Point



15th November 2019 : -Briefing on HCPSôs Modular Shear Keys to avoid leaking & cracks



15th November 2019 : -Briefing on HCPSôs Modular Shear Keys to avoid leaking & cracks


